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Altermagnets are characterized by anisotropic band/spin splittings in momentum space, dictated
by their spin-space group symmetries. However, the real-space modulations of altermagnetism are
often neglected and have not been explored experimentally. Here we combine neutron diffraction,
angle-resolved photoemission spectroscopy (ARPES), spin-resolved ARPES and density functional
theory to demonstrate that Cs1−δV2Te2O realizes a spatially modulated form of altermagnetism,
i.e., hidden altermagnetism. Such a state in Cs1−δV2Te2O results from its G-type antiferromag-
netism and two-dimensional electronic states, allowing for the development of spatially alternating
altermagnetic layers, whose local spin polarizations are directly verified by spin-resolved ARPES
measurements. Our experimental discovery of hidden altermagnetism broadens the scope of uncon-
ventional magnetism and opens routes to exploring emergent phenomena from real-space modula-
tions of altermagnetic order.

Altermagnetism is characterized by a collinear anti-
ferromagnetic (AFM) structure with zero net magneti-
zation, yet exhibits momentum-dependent spin polariza-
tion in the electronic band structure [1, 2]. In altermag-
nets, the spin-up and spin-down sublattices cannot be
connected by either translation or inversion operations,
and thus the “spin-flip-translation” (τT) and “time-
reversal-space-inversion” (PT) symmetries are both bro-
ken, leading to spontaneous spin splittings in momen-
tum space. Following extensive theoretical studies [1–
17], altermagnetism has been experimentally reported in
several materials, including RuO2 [18–24], MnTe [25–
30], CrSb [31–38], Mn5Si3 [39, 40], KV2Se2O [41], and
Rb1−δV2Te2O [42]. While two-dimensional d-wave al-
termagnets are favorable for generating spin currents,
their identifications in real materials remain somewhat
controversial: in RuO2, the existence of altermagnetism
is still under debate [43, 44]; the G-type AFM recently
discovered in KV2Se2O seems inconsistent with its pre-
viously reported d-wave altermagnetism [45]. These de-
bates underscore the necessity of combining neutron scat-
tering with angle-resolved photoemission spectroscopy
(ARPES) to probe both the magnetic structures and

spin-resolved band structures of candidate altermagnets.

In principle, two-dimensional altermagnets can verti-
cally stack in a fashion that preserves PT symmetry,
yielding spin degeneracy in momentum space yet layer-
dependent altermagnetic spin patterns. This is inspired
by the previous studies showing that relativistic spin-
orbit coupling (SOC) in certain centrosymmetric crystals
can produce substantial local spin polarization, termed
“hidden spin polarization” [46, 47]. In such systems, the
bulk electronic bands remain spin-degenerate in momen-
tum space due to global inversion symmetry, but the elec-
tronic states can carry sizable spin polarizations localized
on specific atomic sites or layers that locally break inver-
sion symmetry. Such hidden spin polarization can be
detected through surface-sensitive spin-resolved ARPES
measurements [48–55], and its significance is further am-
plified in PT-symmetric magnets, for enabling the elec-
trical control of the Néel order [56–58]. By extending
the idea of hidden spin polarization to altermagnetism
(which does not require SOC), “hidden altermagnets”
with locally spin-polarized states have been theoretically
proposed [59–61], although they have not been observed
experimentally so far.
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Figure 1. Magnetic ground state and calculated elec-
tronic structure of Cs1−δV2Te2O. (a) Crystal structure. (b)
Temperature-dependent magnetic susceptibility. (c,d) Two
possible AFM states with lowest energies: C-type (c) and
G-type AFM (d). The corresponding symmetry operations
are indicated. (e,f) Calculated spin-resolved band structures
for C-type (e) and G-type AFM (f). (g,h) Neutron diffrac-
tion intensity maps in the [H0L]-plane at 300 K (g) and at
5 K (h). Magnetic peaks with half-integer L are indicated in
(h) using white arrows. (i,j) Temperature dependence of the
Q = (0,−1, 5

2
) (i) and (0,−1, 1

2
) (j) magnetic peaks.

In this work, we report the first observation of hid-
den altermagnetism, in Cs1−δV2Te2O single crystals [62].
We combine bulk-sensitive neutron scattering, surface-
sensitive ARPES and spin-resolved ARPES, and density
functional theory (DFT) calculations to obtain a con-
sistent understanding of both magnetic structures and
spin-polarized electronic states. Our Neutron diffraction
establishes a G-type AFM structure that preserves the
spin degeneracy of bulk bands in momentum space, while
ARPES measurements reveal two-dimensional bands
with momentum-dependent local spin polarizations. Our
experimental discovery of hidden altermagnetism broad-
ens the scope of altermagnetism and open up the oppor-
tunities to explore emergent phenomena associated with
real-space modulations of local altermagnetic order.

Cs1−δV2Te2O (δ ≈ 0.23) is a quasi-two-dimensional
compound with alternating Cs and Te2V2O layers, crys-
tallizing in the P4/mmm (No. 123) space group [Fig.
1(a)] [62]. Details of sample growth and measurements
can be found in [63]. Temperature-dependent magnetic
susceptibility χ shows a clear AFM transition with a Néel
temperature TN ≈ 257 K [Fig. 1(b)]. DFT calculations
of different magnetic configurations further show that a

Néel-type spin alignment within the ab-plane has the low-
est energy (Fig. S1 in [63]), although it is difficult to dis-
tinguish whether the C-type or G-type AFM [Figs. 1(c)
and 1(d)] is the ground state from DFT, due to their
nearly degenerate energies.

The magnetic structure has a profound impact over
the spin-space group symmetry and the corresponding
spin splittings in momentum space. For C-type AFM
[ferromagnetic alignment between adjacent layers, Fig.
1(c)], the spin-opposite sublattices can be linked only by
rotation [Cs

2∥C4z] or mirror [Cs
2∥M11̄0] operations, lead-

ing to broken τT and PT symmetries and hence planar-
type d-wave altermagnetism [1, 9]. Here [Ri∥Rj ] denotes
spin-space group operations, where Ri (Rj) acts only on
spin (real) space, respectively [64–68]. Such an alter-
magnetic state was recently reported in KV2Se2O [41]
and Rb1−δV2Te2O [42]. In contrast, for G-type AFM
[AFM alignment between adjacent layers, Fig. 1(d)], the
spin-opposite sublattices can be connected by transla-
tion [Cs

2∥t⃗z] or inversion [Cs
2∥P ] operations, resulting in

spin-degenerate bulk bands. Such spin splittings or de-
generacies are verified by DFT calculations [Figs. 1(e)
and 1(f)]: while the C-type AFM state exhibits large
spin splittings along Γ-X(Y )-M , expected for a d-wave
altermagnet, the G-type AFM state shows no bulk spin
polarization. Interestingly, if interlayer hoppings can be
ignored, the G-type AFM can be viewed as stacked d-
wave altermagnetic layers with alternating local spin po-
larizations - this is essentially the hidden altermagnet
[60, 61], to be discussed below.

To probe the magnetic structure, we performed single-
crystal neutron diffraction measurements. Comparing
[H0L] diffraction maps above and below TN [Figs. 1(g)
and 1(h)] reveals additional reflections at (1, 0, 1/2) and
symmetry-related positions that appear only in the AFM
phase, as further confirmed by the detailed temperature-
dependent measurements [Figs. 1(i) and 1(j)]. The half-
integer-L peaks are characteristic of a G-type AFM struc-
ture, thereby ruling out the C-type AFM order. The G-
type AFM with spins oriented along the c-axis is further
established by fitting the neutron diffraction data at 5 K
using JANA2020 (Fig. S2 in [63]), revealing an ordered
moment of M = 1.03(7) µB per V atom.

Figures 2(a) and 2(b) show the experimental Fermi
surface (FS) in the kx-ky plane below and above TN , ob-
tained from synchrotron-based ARPES measurements.
In the G-type AFM state [Fig. 2(a)], the FS con-
sists of two sets of hole pockets (α and β) centered at
X̄/Ȳ points, and quasi-one-dimensional electron bands
(γ) along the kx/ky directions. The experimental FS
can be well captured by the DFT calculations shown in
Fig. 2(a). Figure 2(c) shows a three-dimensional view
of the calculated FS in the G-type AFM state, which
shows very little kz dispersion due to weak interlayer
couplings. Such a two-dimensional FS is directly veri-
fied by photon-energy-dependent ARPES measurements



3

Γ X

Y MNM DFT

hν = 44 eV, T = 310 K

1×1×2
mag. supercellkx

ky

kz

(a) (c) (e)

(b)

(d)

(f)

(g)

hν=44eV
295K

XM M

hν=44eV
20K

-0.6

-0.4

-0.2

0

E
 (e

V)

XM M

high

low

α β γ

0-1 1

70

ky (Å
-1)

M X M

60

50

40 BZ boundary

hν
 (e

V)

E = EF
20 K

δ
ε

ε

Γ X

Y MG-AFM DFT

hν = 44 eV, T = 20 K

α β γ

δ

0 0.2-0.2-0.4-0.6

In
te

ns
ity

 (a
rb

. u
ni

ts
)

0.4 0.6

α β
γ

ky (Å
-1)

T-dep. MDCs EF±0.05eV
           6K                70K
           100K            150K
           200K            250K
           293K            310K

G-AFM DFT

Figure 2. Electronic structure and temperature evolution of Cs1−δV2Te2O from ARPES. (a,b) The kx-ky FS taken with 44 eV
photons at T = 20 K (a) and 310 K (b), respectively. The calculated Fermi contours at kz = 0 (white curves) are overlaid on
the right half. (c) A three-dimensional view of the calculated FS corresponding to the G-type AFM. (d) The photon-energy-
dependent scan at EF along M̄ − X̄ − M̄ . (e,f) Energy-momentum cuts along M̄ − X̄ − M̄ at T = 20 K (e) and 295 K (f),
respectively. The calculated band structures for the G-type AFM and nonmagnetic states (black dashed curves) are overlaid
on the right half. (g) Temperature-dependent MDCs at EF along M̄ − X̄ − M̄ , taken with 21.2 eV photons. Original data can
be found in Fig. S5 [63].

in Fig. 2(d) (additional data shown in Fig. S4 [63]),
where straight Fermi contours with negligible kz disper-
sion can be identified.

Upon warming above TN , the experimental FS under-
goes dramatic changes [Fig. 2(b)]: the FS now consists
of a large diamond-shaped pocket (δ) centered at Γ̄ and
elliptical electron pockets (ϵ) centered at X̄/Ȳ points.
Such an electronic reconstruction can be further revealed
by the energy-momentum cuts shown in Figs. 2(e) and
2(f): the α and β bands at 20 K merge to form the δ band
with lower energy above TN , while the γ band evolves
into the ϵ band. The experimental band structure above
TN is in good agreement with the nonmagnetic DFT cal-
culations shown in Figs. 2(b) and 2(f), although some
fine features from DFT calculations cannot be resolved
experimentally due to thermal broadening. Figure 2(g)
shows a detailed temperature evolution of the momentum
distribution curves (MDCs) at EF (additional data and
analysis shown in Fig. S5 [63]), which reveals that the
splitting between the α and β bands gradually decreases
with increasing temperature, eventually becoming indis-
tinguishable near 250 K, close to TN . We also performed
careful temperature cycles for the ARPES measurements,
which rule out extrinsic effects due to sample aging (Fig.
S6 in [63]).

The G-type AFM order in Cs1−δV2Te2O can be viewed
as a vertical stack of two-dimensional altermagnetic lay-

ers with alternating local spin polarizations [Fig. 3(a)],
which we label as A and B sectors, respectively. Although
the global inversion symmetry preserves the spin degen-
eracy of bands in momentum space (assuming very delo-
calized electrons), the negligible kz dispersion allows for
development of hidden altermagnetism: the electrons are
effectively localized along z and move only within each
layer, leading to local and opposite spin polarizations in
A and B sectors, respectively. To see this, we project
the calculated bands into the V 3d orbitals located at A
or B sector [Figs. 3(c) and 3(d)], which make dominant
contributions to the FS [Fig. 3(e) shows the A-sector
FS]. The projections reveal local altermagnetic splittings
with opposite spin polarizations for A and B sectors. The
calculations further reveal a local spin polarization close
to 100% near EF at the center of each sector, due to
the very weak interlayer hopping. Interestingly, the spin
splitting for the γ band is accompanied by a large or-
bital polarization [62]: along Γ−X−M , the spin-up and
spin-down γ bands at the A sector are dominated by dyz
and dxz orbitals [Fig. 3(c)], respectively, and the spin-
orbital polarizations are reversed for the B sector [Fig.
3(d)]. Such a pronounced “spin-orbital locking”, caused
by spin-dependent Coulomb interaction (instead of rela-
tivistic SOC), is confirmed by the polarization-dependent
ARPES measurements (Fig. S8 in [63]).

Although the opposite local spin polarizations of A
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Figure 3. Detecting the local spin polarization by spin-resolved ARPES. (a) A schematic of hidden altermagnetism in
Cs1−δV2Te2O. (b) Local spin signals, detected by spin-resolved ARPES, decay exponentially with z and oscillate due to
hidden altermagnetism. (c,d) Projected spin polarization and orbital weight of the calculated bands at the A (c) and B (d)
sectors. (e) Calculated two-dimensional FS for the A sector. (f) Geometry of the spin-resolved ARPES measurement. The spin
polarization along z, Sz, is equal to Sx′/sin(θ), where Sx′ is the effective spin polarization along x′ measured by spin-resolved
ARPES. (g,h) Spin-up (g) and spin-down (h) ARPES spectra corresponding to Sx′ . The spin-resolved DFT calculation is
overlaid in (g). The momentum cut is along X̄ − M̄ as indicated in (e). Blue and red curves in (c-e,g) correspond to spin up
and down, respectively. (i) The spin-resolved MDCs obtained from (g,h), integrated over the white dashed rectangle defined
in (h). Insets are zoom-in view of the α and γ bands, respectively. The much weaker intensity on the left side is caused by the
detector inhomogeneity. (j) The extracted momentum-dependent spin polarization Sz from (i).

and B sectors lead to compensated spin currents, surface-
sensitive measurements, e.g., spin-resolved ARPES, are
capable of probing the local spin polarization - such an
approach has been successfully used to detect the SOC-
driven hidden spin polarization [46, 48–55]. Figure 3(b)
illustrates how surface-sensitive spin-resolved ARPES
can detect the hidden altermagnetism in Cs1−δV2Te2O:
the exponential decay of photoelectron signals along z,
caused by a small mean free path ∼ 1 nm, guarantees
dominant contributions from the top sector (the inter-
layer distance is 0.89 nm). A simple estimation yields a
spin polarization of ∼71% in spin-resolved ARPES mea-
surements, assuming a single domain with an ideal flat
surface. To probe the local spin polarization, we per-
formed spin-resolved ARPES measurements along X̄−M̄
as indicated in Fig. 3(e) [measurement geometry is shown
in Fig. 3(f)]. The spin-resolved ARPES spectra are dis-
played in Figs. 3(g) and 3(h). The corresponding MDCs
at EF , shown in Fig. 3(i), confirm the positive-negative-
positive spin polarizations expected for the α, β and γ
bands from DFT. Based on the calibrated Sherman func-
tion from Au(111), we obtain the spin polarization Sz in
Fig. 3(j), which can be up to∼15% for the α and γ bands.
The smaller spin polarization of the β band can be at-
tributed to the energy/momentum integration used in the

data analysis. Note that the maximal spin polarization
obtained experimentally is still much smaller than the
theoretical value (∼71%) for an ideal hidden altermag-
net, indicating that mixed domains with opposite surface
spin polarizations are likely present and contribute to re-
duced spin polarizations in experiments, similar to other
altermagnets [26, 34, 41, 42].

Compared with standard altermagnetism, our discov-
ery of hidden altermagnetism opens up the opportuni-
ties to explore emergent phenomena from the real-space
modulation of altermagnetism. For example, electric gat-
ing along ±z can convert a layered hidden altermagnet
into a global altermagnet with tunable and reversible
spin polarizations, as shown in our DFT calculations for
Cs1−δV2Te2O in Fig. S9 of [63]. Significantly, such a
property opens another possibility for electric switch-
able altermagnetism [69], favorable for the application
of electric-field controllable spin-filtering tunnel junction
without the need of switching the Néel vector. In ad-
dition, for superconductors driven by altermagnetic spin
fluctuations [70–72], the opposite sign of local spin split-
tings in hidden altermagnet could lead to odd-parity pair-
ing states, as observed in locally non-centrosymmetric
heavy fermion superconductor CeRh2As2 [73].

In summary, by combining neutron scattering, ARPES
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measurements and DFT calculations, we report the
experimental discovery of hidden altermagnetism in
Cs1−δV2Te2O, where the altermagnetic-like band split-
tings with local spin polarizations can be observed. Our
discovery bridges the gap between conventional PT-
symmetric AFM and altermagnetism, and thus broad-
ens the scope of unconventional magnetism [74]. Fur-
thermore, our work highlights the importance of combin-
ing measurements of both magnetic and electronic struc-
tures, in order to identify and distinguish the global/local
spin splittings in different types of unconventional mag-
nets.
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